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         0.1% Carbon Steel. As drawn. 

T H 4 0 1 0          To British Standard Specifi cation 230M07. 

         Has no identity rings.

         0.1% Carbon Steel. Normalised at 900°C. 

T H 4 0 1 5          To British Standard Specifi cation 230M07. 

         Has one identity ring.

         0.4% Carbon Steel. Normalised at 860°C. 

T H 4 0 3 5          To British Standard Specifi cation 212A42. 

         Has two identity rings.

S p e c i f i c at i o n s  –  A l l  S p e c i m e n s
N o m i n a l  d i m e n s i o n s  o f  g a u g e  ( t e s t )  s e c t i o n :
9.7 mm diameter

N o t e :  TecQuipment supplies all specimens individually, but a minimum order charge applies. Contact TecQuipment sales for 

details.

T e n s i l e  T e s t  S p e c i m e n s
T H
Tensile test specimens of diff erent grade steel for use with TecQuipment’s Universal Testing 

Machine (SM100 or SM1000)

   M at e r i a l s  T e s t i n g  a n d  P r o p e r t i e s


